
Page 1 of 3 
Illinois Department of Transportation 

Bureau of Materials and Physical Research 
APPROVED/QUALIFIED PRODUCER LIST OF CERTIFIED SOURCES FOR               

EMULSIFIED ASPHALT 
August 1, 2014 

This list supersedes the July 11, 2014 list. 
Standard Specifications for Road and Bridge Construction, Section 1032 (Adopted January 1, 2012) 

Current Policy Memorandum, “Emulsified Asphalt Acceptance Procedure” 
 
 

To learn more about the certification procedure click on the bookmark to the left, “Procedure for 
Certifying a New Emulsified Asphalt”. 

  
Source Location Source No. Qualified Products 
Bi-State Emulsions Maplewood, MO   427-01 CRS-2 

CRSP 
CSS-1h Latex Modified 
HFE-90, HFE-150, HFE-300 
HFP 
HFRS-2 
PEA 
SS-1h 
SS-1hP 
 

Emulsicoat, Inc. Urbana, IL 2260-01 CRS-2 
CRSP 
CSS-1h 
CSS-1h Latex Modified 
HFE-90, HFE-150, HFE-300 
HFP 
HFRS-2 
RS-2 
SS-1hP 
CIR-FDR Emulsion 
 

Emulsicoat, Inc. Lawrenceville, IL 2260-02 HFE-90, HFE-150, HFE-300 
HFP 
HFRS-2 
PEP 
RS-2 
SS-1h 
 

Emulsicoat, Inc.  Utica, IL 2260-05 CRS-2 
HFE-90, HFE-150, HFE-300 
HFRS-2 
 

Flint Hills Resources, LP Dubuque, IA   6220-01 CRS-2 
CRSP 
CSS-1, CSS-1h 
HFE-90, HFE-150, HFE-300 
HFP 
HFRS-2 
PEP 
SS-1h 
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Source Location Source No. Qualified Products 
Heartland Asphalt 
Materials 

New Madrid, MO 6528-01 CRSP 
HFE-150, HFE-300 
 

Marathon Petroleum Co. 
 

Meredosia, IL 3913-02 CRS-2 
CSS-1, CSS-1h 
HFE-90, HFE-150, HFE-300 
HFRS-2 
PEP, PEA 
RS-2 
SS-1, SS-1h 
SS-1hP 
 

Marathon Petroleum Co. 
 

Benton, IL 3913-05 HFE-90, HFE-150, HFE-300 
PEA 
RS-2 
SS-1, SS-1h 
 

Marathon Petroleum Co. 
 

Kuttawa, KY 3913-06 HFE-90, HFE-150, HFE-300 
PEP 
RS-2 
SS-1, SS-1h 
 

Marathon Petroleum Co. 
 

St. Elmo, IL 3913-07 HFE-90, HFE-150, HFE-300 
HFRS-2 
PEA 
RS-2 
 

Marsch, Louis, Inc. Morrisonville, IL 1236-01 HFE-90, HFE-150, HFE-300 
HFRS-2 
PEA, PEP 
 

Pure Asphalt Co. Chicago, IL 2510-01 HFE-90 
SS-1h 
 

Seneca Petroleum Co. Lemont, IL 1757-05 SS-1, SS-1h 
SS-1vh 
 

Tremco Barrier Solutions, 
Inc. 
 

Medina, OH 5954-02 AWP Emulsion 
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Source Location Source No. Qualified Products 
Tri-State Asphalt Morris, IL 3900-01 CRS-2 

CSS-1, CSS-1h 
CRSP 
CSS-1h Latex Modified 
SS-1, SS-1h 
SS-1hP 
CIR-FDR Emulsion 
HFE-90, HFE-150, HFE-300 
HFP 
PEP 
 

 



Illinois Department of Transportation 
Bureau of Materials and Physical Research 

 
Procedure for Certifying a New Emulsified Asphalt 

Effective: February 28, 2014 
 
 

A.  Scope 
Before materials can be used for a Department project, the manufacturer/supplier must have a 
producer/supplier number assigned to their facility.  The following guidelines are provided to clarify 
the submittal requirements and expedite the process.   
 
 

B.   Certified Producer/Materials By Policy Memorandum 
Emulsified Asphalts are certified by Policy Memorandum 3-08.0 “Emulsified Asphalt Acceptance 
Procedure” which can be found at the following internet link.   
http://www.dot.il.gov/materials/pdf/3-08.0emulsifiedasphalt.pdf .  For questions concerning the Policy 
Memorandum please contact Mr. Ron Price at (217) 782-7961. 


	Approved List

	Procedure for Certifying a New Emulsified Asphalt

